	Sample Description
	Lab Book Reference
	Date
	Instrument Filename

	
	
	
	nkd

	Uncoated polyethylene (not exposed to microalgae)
	HJC-339
	26/11/2020
	d433

	Poly(vinylpyridine) coated polyethylene (not exposed to microalgae)
	HJC-339
	26/11/2020
	d431

	Uncoated polyethylene exposed to Chaetoceros mulleri
	HJC-339
	26/11/2020
	d439

	Uncoated polyethylene exposed to Chaetoceros mulleri then 5 s cyclohexane wash
	HJC-339
	26/11/2020
	d477

	Poly(vinylpyridine) coated polyethylene exposed to Chaetoceros mulleri
	HJC-339
	26/11/2020
	d441

	Poly(vinylpyridine) coated polyethylene exposed to Chaetoceros mulleri then 30 min cyclohexane wash
	HJC-339
	26/11/2020
	d510

	Uncoated polyethylene exposed to Tisochrysis lutea
	HJC-339
	26/11/2020
	d434

	Uncoated polyethylene exposed to Tisochrysis lutea then 5 s cyclohexane wash
	HJC-339
	26/11/2020
	d479

	Poly(vinylpyridine) coated polyethylene exposed to Tisochrysis lutea
	HJC-339
	26/11/2020
	d436

	Poly(vinylpyridine) coated polyethylene exposed to Tisochrysis lutea then 30 min cyclohexane wash
	HJC-339
	26/11/2020
	d503

	Uncoated polyethylene exposed to Chaetoceros calcitrans
	SL-032
	23/08/2021
	d599

	Uncoated polyethylene exposed to Chaetoceros calcitrans then 5 s cyclohexane wash
	SL-032
	23/08/2021
	d591

	Poly(vinylpyridine) coated polyethylene exposed to Chaetoceros calcitrans
	SL-032
	23/08/2021
	d593

	Poly(vinylpyridine) coated polyethylene exposed to Chaetoceros calcitrans then 30 min cyclohexane wash
	SL-032
	23/08/2021
	d598



